
         

Figure 35: The Stern-Gerlach experiment of Nb22. The dashed line is the peak with 

zero field and the solid line is after applying 0.9 T. The x-axis scale has been converted to 

magnetic moment in Bohr magnetons. Almost no visible response to the magnetic field. 

This is also the case for all even-clusters studied, with the only exception of the dimer. 

 


